INTERNALLY LUBRICATED COMPOUNDS



Unlubricated 


Polymer
Compound
Equivalent
Lubricant

Ethylene-
E1022-70
 E0667-70
Synthetic Wax

Propylene
E1244-70
 E3609-70
Oil

Fluorosilicone
L1186-80

PTFE

Nitrile
N0818-70
 N0674-70
Synthetic Wax


N0828-70

Oil


N1103-70

Molybdenum Disulfide


N1090-85

Wax / PTFE

Fluorocarbon
V0848-75

PTFE

